
TST_METH TST_DESC
AG%CRUSHED PERCENT CRUSHED PARTICLES
AG%SHALE SHALE
AG10VCERT AGGREGATE 10V CERTIFICATION
AGALKCARB ALKALI CARBONATE REACTIVITY
AGCLAYLUMP CLAY LUMP
AGCLAYPART CLAY LUMPS AND FRIABLE PARTICLES
AGCOLLIGCR COAL AND LIGNITE COARSE
AGCOLLIGFN COAL AND LIGNITE FINE
AGCRGRVABS SPECIFIC GRAVITY AND ABSORPTION COARSE
AGCRSQUAL COARSE AGGREGATE QUALITY
AGCTLSTRIP DENSITY CONTROL STRIP
AGDRYSIEVE DRY SIEVE ANALYSIS
AGFINEQUAL FINE AGGREGATE QUALITY
AGFLATELON FLAT AND ELONGATED
AGFNGRVABS SPECIFIC GRAVITY AND ABSORPTION FINE
AGFRZTCERT FREEZE/THAW AGGREGATE CERTIFICATION
AGFRZTHAW FREEZE THAW
AGK200&T27 WET SIEVE KY
AGKY-200 FINER THAN NO. 200 KY
AGKYSNDCRS SOUNDNESS COARSE KY METHOD
AGLIGHTWT LIGHTWEIGHT PARTICLES
AGLIMECERT AGRICULTURAL LIMESTONE CERTIFICATION
AGORGIMPUR ORGANIC IMPURITIES
AGPETROG PETROGRAPHIC ANALYSIS
AGPOLRCERT POLISH RESISTANT AGGREGATE CERTIFICATION
AGPOREINDX PORE INDEX
AGQCQAWTSV AGGREGATE QC/QA WET SIEVE ANALYSIS
AGSANDEQUL SAND EQUIVALENT
AGSVEMNFLR SIEVE ANALYSIS OF MINERAL FILLER
AGT-11 FINER THAN NO. 200 AASHTO
AGT104CRS SOUNDNESS COARSE AASHTO T-104
AGT104FN SOUNDNESS FINE AASHTO T-104
AGT11&T27 WET SIEVE AASHTO
AGUNITWT UNIT WEIGHT
AGVISGRAD VISUAL AGGREGATE PROPERTIES
AGVISQUAL VISUAL AGGREGATE QUALITY
AGVOIDS UNCOMPACTED VOIDS METHOD A
AGWEAR WEAR
AMAMAW ASPHALT MIXTURE ACCEPTANCE WORKBOOK
AMDENSITY DENSITY CORES GMB
AMEXTRACT EXTRACTION/GRADATION/RECOVERY
AMIASVOL INDEPENDENT ASSURANCE VOLUMETRIC TEST
AMIGFURNAC IGNITION FURNACE
AMLWT LOADED WHEEL TEST APA
AMMIXPACK AMMIXPACK
AMMOISTURE MOISTURE CONTENT
AMMSG MAXIMUM SPECIFIC GRAVITY GMM
AMNACG NUCLEAR ASPHALT CONTENT GAUGE
AMWASHGRAD WASHED GRADATION ANALYSIS
CHACRLCP-I WATERBORNE ACRYLIC PRIMER/INTERMEDIATE
CHACRYLC-F WATERBORNE ACRYLIC FINISH
CHAGGREGTE AGGREGATES
CHC881 C881 EPOXY
CHCASULF-F CALCIUM SULFONATE FINISH
CHCASULF-P CALCIUM SULFONATE PRIMER
CHCEMENT CEMENTS (TYPES I, II, III)
CHCERTIFY CERTIFICATION FOR CHEMICAL SECTION
CHDE-ICERS SODIUM CHLORIDE / CALCIUM CHLORIDE DE-ICERS
CHEPOXYP-I EPOXY PRIMER/INTERMEDIATE
CHEXPCOAT EXPERIMENTAL BRIDGE COATING
CHFLYASH FLYASH
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CHGGBF GGBF SLAG
CHGLBEADS GLASS BEADS
CHGROUT REINFORCING BAR GROUT
CHIOZ INORGANIC ZINC PRIMER
CHKM201 CHKM201
CHKM202 CHKM202
CHKM203 CHKM203
CHLATEX LATEX
CHLIME LIME
CHLIQADMIX LIQUID ADMIXTURE
CHM200 AASHTO M200 EPOXY
CHOZ ORGANIC ZINC PRIMER
CHPATCH CONCRETE PATCH MATERIALS
CHSTRIPING CHSTRIPING
CHTHERMO THERMOPLASTIC PAVEMENT MARKING MATERIAL
CHTOPSOIL TOPSOIL
CHTRAFFCPT TRAFFIC PAINT
CHURETHN-F URETHANE FINISH
CHURTHNP-I URETHANE PRIMER/INTERMEDIATE
CHVISUAL VISUAL ACCEPTANCE FOR CHEMICAL SECTION
CHWATER WELL WATER
COAGGMORT COAGGMORT
COASR ALKALI REACTIVITY MORTAR-BAR METHOD
COCEMENT CEMENT TEST
COCERTIFY CERTIFICATION FOR CONCRETE SECTION
COCONCCOMP CONCRETE CYLINDER STRENGTH
COCONCCORE CONCRETE CORES
COCONCPLAS CONCRETE PLASTIC TESTS
COCURECOMP CURING COMPOUND
COFLYASH FLY ASH TESTS
COGGBFS GGBFS
COMASPROD CONCRETE BRICK/BLOCK
COMICROSIL MICROSILICA TESTS
COMIXDSGN CONCRETE MIX DESIGN
CONSGROUT GROUT NON-SHRINK
COPATCHMAT CONCRETE PATCH MATERIALS
COPAVETHIC PAVEMENT THICKNESS
COPRESTRES PRESTRESS
CORCP RAPID CHLORIDE PERMEABILITY TEST
COVISUAL VISUAL INSPECTION FOR CONCRETE SECTION
GTCBRCONST GTCBRCONST
GTCRACKMTR GTCRACKMTR
GTJARCONST JAR SLAKE (CONSTRUCTION)
GTLOADCELL GTLOADCELL
GTNUCDENS MOISTURE-NUCLEAR DENSITY
GTPIEZO GTPIEZO
GTPLI PLASTICITY INDEX
GTPRCTCNST SOIL QC/QA
GTPROCTOR PROCTOR (CONSTRUCTION)
GTSDICONST GTSDICONST
GTSETPLAT GTSETPLAT
GTSI GTSI
GTSOILCNST SOIL CLASSIFICATION
GTSPECGRAV SPECIFIC GRAVITY OF MINERAL FILLER
LA%ASPHALT PERCENT ASPHALT CONTENT
LA%_CHANGE MASS CHANGE (PG BINDER)
LA%_WATER WATER CONTENT
LA10STRESS SILICONE SEALANT TENSILE STRESS AT 100%
LA122FLOAT FLOAT AT 122 DEGREES
LA122VISCO VISCOSITY AT 122 DEGREES
LA140FLOAT FLOAT AT 140 DEGREES
LA39DUCTIL DUCTILITY AT 39 DEGREES
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LA39LJDUCT LJ DUCTILITY AT 39 DEGREES
LA39_RECOV RECOVERY AT 39 DEGREES
LA77DUCTIL DUCTILITY AT 77 DEGREES
LA77LJDUCT LJ DUCTILITY AT 77 DEGREES
LA77VISCOS VISCOSITY AT 77 DEGREES
LA77_RECOV RECOVERY AT 77 DEGREES
LABPCOATNG BITUMINOUS PIPE COATING
LABPCSGRAV SPECIFIC GRAVITY OF ASPHALT MATERIALS
LABPCSHOCK BITUMINOUS PIPE COATING SHOCK
LABPC_%PEN BITUMINOUS PIPE COATING % RESIDUE PENETRATION
LABPC_FLOW BITUMINOUS PIPE COATING FLOW
LABPC_LOSS BITUMINOUS PIPE COATING LOSS ON HEATING
LABRSEALNT BUTYL RUBBER SEALANT
LACD_15% COMPRESSION DEFLECTION AT 15%
LACD_50% COMPRESSION DEFLECTION AT 50%
LACERTIFY MAT. CERT. LIQUID ASPHALT SECTION
LACOMPRESS COMPRESSION SET ASTM D 395
LACOMSEALS COMPRESSION JOINT SEALS
LACONE_PEN CONE PENETRATION
LACRITICAL CRITICAL CRACKING TEMPERATURE
LADEMULSIB DEMULSIBILITY
LADIRECTEN DIRECT TENSION OF ASPHALT BINDERS
LAEMULSION ASPHALT EMULSION
LAEVAPORAT RESIDUE BY EVAPORATION
LAEXPSEALS EXPANSION JOINT SEALS
LAFFPULL FILTER FABRIC GRAB CROSS
LAFFWARP FILTER FABRIC GRAB WARP
LAFLASHPNT FLASH POINT OF ASPHALT MATERIALS
LAFULL_DRY COMPLETE DRY TIME
LAFWMPLIAB FIBERGLASS WATERPROOFING MEMBRANE PLIABILITY
LAFWM_TENS FIBERGLASS WATERPROOFING MEMBRANE TENSILE STRENGTH
LAH20PROOF FIBERGLASS AND POLYPROPYLENE WATERPROOFING MEMBRANE
LAHARDNESS DUROMETER HARDNESS
LAKP6STRIP STRIPPING
LAKPSTRIP KP 2/4 STRIPPING
LALJOINT LONGITUDINAL JOINT
LALOWSTIFF LOW TEMPERATURE STIFFENING
LAMASTCASH ASPHALT MASTIC ASH
LAMASTIC ASPHALT MASTIC
LAMASTNVOL ASPHALT MASTIC NON-VOLATILE
LAMOPCOAT ASPHALT MOP COAT
LANON-VOL SILICONE SEALANT EFFECT OF HEAT AGING
LAOAHARD OVEN AGED DUROMETER HARDNESS
LAOAHARDCH OVEN AGED DUROMETER HARDNESS CHANGE
LAOATENSIL OVEN AGED TENSILE
LAOILSWELL OIL SWELL
LAORIG_DSR ORIGINAL DYNAMIC SHEAR
LAPARTICLE PARTICLE CHARGE
LAPAV_DSR PRESSURE AGING VESSEL DYNAMIC SHEAR
LAPGVISCOS BROOKFIELD VISCOSITY PG BINDER
LAPRIMEH2O WATER CONTENT
LARCSILCON RAPIC CURE SILICONE SEALANTS
LARCS_BOND RAPID CURE SILICONE BOND
LARECOV-10 RECOVERY AT -10 DEGREES
LARECOV-29 RECOVERY AT -29 DEGREES
LARECOV100 RECOVERY AT 100 DEGREES
LARECOVERY ELASTIC RECOVERY OF BITUMINOUS MATERIALS
LAREG_PEN PENETRATION
LAREL_TACK RELATIVE TACK FREE TIME
LARESILIEN RESILIENCE
LARGASKET RUBBER GASKETS
LARTFO_DSR ROLLING THIN FILM OVEN DYNAMIC SHEAR
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LASILICONE NON-SAG AND SELF-LEVELING SILICONE SEALANTS
LASILIHARD SILICONE SEALANT HARDNESS
LASILSLUMP SEALANT SLUMP
LASOFT_PNT SOFTENING POINT OF BITUMEN
LASPHLTCON ASPHALT CONTENT FOR BITUMINOUS FIBER
LASTAKFREE SILICONE TACK FREE TIME
LATACKFREE TRAFFIC LOOP TACK FREE TIME
LATENADHES TENSILE ADHESION
LATENSILE TENSILE STRENGTH AND ELONGATION
LATENSTRES SILICONE SEALANT TENSILE STRESS AT 150%
LATRAPTEAR TRAPEZOIDAL TEAR
LA_BBR BENDING BEAM STIFFNESS
LA_BINDER ASPHALT BINDER
LA_BOND BOND - NON-IMMERSED
LA_COATING COATING
LA_DENSITY TRAFFIC LOOP DENSITY
LA_DISTIL DISTILLATION RESIDUE
LA_FLOW FLOW - BITUMINOUS MATERIALS
LA_GRAVITY SPECIFIC GRAVITY WEIGHT PER GALLON
LA_GREASEC ASPHALT MASTIC GREASE CONE PENETATION
LA_HOTPOUR HOT POUR JOINT SEALANT
LA_KP2-6 ASPHALT FOR COLD MIX SPECIAL NOTE
LA_KP4 ASPHALT FOR COLD MIX 806.08
LA_PEN_115 PENETRATION OF ASPHALT MATERIALS AT 115 DEGREES
LA_PEN_32 PENETRATION OF ASPHALT MATERIALS AT 32 DEGREES
LA_PEN_77 PENETRATION OF ASPHALT MATERIALS AT 77 DEGREES
LA_PH PH OF EMULSIONS
LA_PLASTIC ASPHALT MASTIC PLASTIC SET
LA_PRIMERL PRIMER L
LA_SIEVE SIEVE
LA_SOLUBIL SOLUBILITY OF BUTMINOUS MATERIALS
LA_STORAGE STORAGE AND STABILITY OF EMULSIONS
LA_TLOOP TRAFFIC LOOP ENCAPSULANT
PHBARBWIRE BARB WIRE
PHBITFIBR EXPANSION JOINT PREFORMED BITUMINOUS FIBER
PHBLCHRTW BOLSTERS, CHAIRS, AND TIE WIRE
PHBOLT BOLTS
PHBOLTCHEM BOLT/NUT CHEMISTRY
PHBRDGPLNK BRIDGE PLANKING
PHCERTIFY CERTIFICATION FOR PHYSICAL SECTION
PHCHANLINK CHAIN LINK FENCE
PHCMPPIPE CORRUGATED METAL PIPE CMP
PHCMPSHEET CMP SHEET
PHCORK EXPANSION JOINT MATERIAL/CORK
PHDEWEWIRE DEFORMED WELDED REINFORCING WIRE
PHDOWELS DOWELS
PHDTI DTI
PHDUCTIRN DUCTILE IRON PIPE AND FITTINGS
PHFABWDRAN FABRIC WRAPPED BACKFILL DRAIN
PHFENCHRDW FENCE WARDWARE
PHFENCPOST FENCE POST
PHFRAMGRAT FRAMES AND GRATES
PHGABMATT GABION/MATTRESS
PHGARDRAIL GUARDRAIL
PHGEOTEXT GEOTEXTILE FABRIC
PHHANDRAIL HANDRAIL
PHHDPE252C PLASTIC PIPE AASHTO M252 TYPE C
PHHDPE294 PLASTIC PIPE AASHTO M294 TYPE S
PHHOOKBOLT HOOK BOLT
PHLOADXFER LOAD TRANSFER AND EXPANSION ASSEMBLY
PHMANHOAR MANHOLE ADJUSTING RINGS
PHMISC MISCELLANEOUS MATERIALS
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PHNUT BRIDGE NUTS
PHPILEPONT PILE POINTS
PHPIPESOCK PIPE SOCK FOR PERFORATED PIPE
PHPVCCHNLK PVC COATED CHAIN LINK FENCE
PHPVCPIPE PVC PIPE
PHREBEPXWK EPOXY COATED REINFORCING STEEL
PHREBLWRK PLAIN REINFORCING STEEL
PHREBRDOPL REBAR/PLAIN/D.O.
PHREBRPULL GLUE-IN REBAR PULL TEST
PHSEED SEEDS
PHSILTFENC SILT FENCE
PHSIPFORM STAY-IN-PLACE FORMS
PHSNPOSTT1 SIGN POST TYPE I
PHSNPOSTY2 SIGN POST TYPE II
PHSOD SOD
PHSTRUCTST STRUCTURAL STEEL
PHSWSTRAND SEVEN WIRE STRAND
PHTACKWELD TACK WELD
PHTRWOODCH CHROMATED COPPER ARSENATE CCA
PHVISUAL VISUAL INSPECTION FOR THE PHYSICAL SECTION
PHWASHER BRIDGE WASHERS
PHWATRGATE WATERGATES
PHWELDWIRE WELDED REINFORCING WIRE
PHWIRECOND WIRING AND CONDUIT
PHWOODPROD WOOD PRODUCTS
PHWOVNWIRE WOVEN WIRE
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